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Inspection Report（PSI） O-cn-1125614 
PRODUCT DESCRIPTION 

 

Client Name: United Oceans  

Product Name: 

Beachtowel AFKL 
Inspection location: Denizli 
Inspection date: 2011-9-21 
Your reference number: 
UNO-2237 
P/O number: 
 
Supplier: 
Ozra Textile Ltd 
Order quantity: 2000 Pcs 

Pcs ready for inspection: 2000 pcs  

Reference sample available: Yes  
 

Factory cooperation Factory organization Inspector’s opinion on the factory 

Good  Good  Good  
 
RESULTS 
Specifications Check: OK  
Tests: Passed 
WORKMANSHIP AQL: Within AQL  CRI MAJ MIN 

Found 0 0 9 
Max 0 7 10 
Checked 125 125 125 

MEASUREMENT AQL : Within AQL  MAJ 
Found 0 
Max 1 
Checked 13 

OVERALL INSPECTION RESULT: PASSED (Client has the final decision to Reject or Approve) 
  
IMPORTANT REMARKS / GENERAL DEFECTS 
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1. 100% of the total order quantity was finished. 

2. There is no pantone book in the factory. Inspector compared with approved sample. There can not 
seen any color difference when we match the approved and bulk production.  

3. The distance from bottom to border is 12 cm both approved sample and bulk production.ınspector 
compared with aprroved sample . 

4. Care label size is 5.5cm x 2cm.there is no info about size of care label   

5. Each product in the individual poly bag.pls see following images. 

6. Each cartons quantity breakdown are 12 pcs .only 1 carton is 8 pcs.this cartons number is 167. 

7. Inspector found by multiplying the weight measurement of fabric 271,349 x the measured value 

 

 
Nb of Mandays spent: 1  

INSPECTION STANDARDS 
Inspection type Pre-Shipment Inspection 

Sampling standard ISO 2859-1 (Mil Std 105E) 

Sampling level II 

Workmanship : AQL for Cri/Maj/Min Not Allowed / 2.5 / 4.0 Pcs 

Measurement : AQL for Maj 2.5 

Sampling size for Cri/Maj/Min 0 / 7 / 10 

Nb of inspected pieces 125 Pcs 

Total quantity of cartons in your shipment 167 

Quantity of cartons available for inspection 167 

Nb of cartons inspected 13 

Nb on the inspected cartons 
31-153-137-157-71-56-98-118-42-51-6-47-
12 
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Inspector 1: Burak Timorci Report Approver : Anil 
 
QUALITY CRITERIA 
1. Quantity 

Expected Result Result Actual Finding / Comments 
80% of the total order quantity must 
be finished  

Ok  100% of the total order quantity was 
finished 

 

Quantity of packed products: 2000 

Quantity of finished & unpacked products: 0 

Quantity of semi-finished products: 0 

TOTAL QTY IN 1 TOTAL

BOX BOX QTY   NET GROSS   NET  GROSS

%100 Cotton Beach Towles UNO-2237 100x180 93-643 GREY 1 166 166 12 1992 0,14 0,95 11,40 12,40 1.892,40 2.058,40 40X60X40

%100 Cotton Beach Towles UNO-2237 100x180 93-643 GREY 167 167 1 8 8 0,14 0,95 7,60 8,60 7,60 8,60 40X60X40

167 2000 1.900,00 2.067,00TOTAL

NO

NET 
WEIGHT

ARTICLE 
NUMBER

ORDER NO

                                                         PACKING LIST
  EACH BOX KG.

BOX SIZECOLOR
BOX NO

SIZEDESCRIPTION OF GOODS 
 TOTAL BOX KG.

 

Pictures: 
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2. Garment Style and Colours 

Expected Result – 
UNO-2237 

Result Actual Finding / Comments 

AFKL Beachtowel-Dark grey-PMS 
409C-2000 

Ok  There is no pantone book in the 
factory. Inspector compared with 
approved sample. There can not 
seen any color difference when we 
match the approved and bulk 
production. Please see following 
images. 

Client’s comments: 

VAT-dyed  Enzym 
washed  Silkon treatment 

N/A No process in front of inspector. 
Please see below pictures. 

 

Pictures: 
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3. Product dimensions and weight 
MEASUREMENT AQL : Ok  MAJ 

Found 0 
Max 1 
Checked 13 

Client’s comments: 

Size should be 100 x 180 cm  100% cotton 16/1  520gr/m2 
MEASUREMENT TABLE – Actual Finding – UNO-2237 
0 Defective pieces found out of tolerances among 13. Pieces inspected. No tolerance provided. Inspector assume 3% 

tolerance for this product. 

GSM results: …g / m2 = 271.39 x 1.94 = 526.5gsm, 271.39 x 1.92 = 521gsm 

http://www.AsiaInspection.com


                   1997-2011 AsiaInspection Limited. All rights reserved 

Page 6 of 34                                 AI-QR-16-01A 
 

www.AsiaInspection.com 

PRODUCT EXPECTED 1 2 3 4 5

BEACH TOWEL 100 X 180 101 X 181 101 X 180 100 X 181 100.5 X 182 101 X 181

PRODUCT EXPECTED 1 2 3 4 5
BEACH TOWEL 520 1.98 1.94 1.94 1.92 1.92
BEACH TOWEL 520 537 526 526 520 520

PRODUCT EXPECTED 1 2 3 4 5

BEACH TOWEL 936 940.2 927.0 927.4 912.4 907.4

MEASUREMENT CHARTS
PROD UCT D IMENTIONS

WEIGHT CHECK      ( 271.349  x punch )

UNIT WEIGHT CHECK

Pictures: 
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4. Artworks 
a. Logo colors 

Expected Result  – 
UNO-2237 

Result Actual Finding / Comments 

White--10 cm from top or bottom  N/A The distance from bottom to border is 
12 cm both approved sample and bulk 
production. Inspector compared with 

aprroved sample pls see following 
images 

Client’s comments: 

Position of woven border to be 
confirmed. It will either be 10cm from 
top or   10cm from bottom. 

N/A  Refer to above comments and 
below pictures. 
 

Pictures : 
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b. Care label 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

Content:  N/A Care label size is 5.5cm x 2cm.There is 
no info about size of care label   

Pictures : 
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c. Size label 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

Size:  Cm x  Cm N/A There is size label on this product 
Position:    
d. Product tag 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

Size :  Cm x  Cm N/A There is no product tag on this product 
5. Packing and packaging 
a. Unit packing: 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

polybagged per piece OK  Each product in the individual poly 
bag. pls see following images 

 
Pictures: 

  
b. Inner packing: 
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Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

 N/A There is no inner packing in cartons 
c. Outer packing: 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

carton N/A Factory used 40 x 60 x 40 size cartons. 
pls see following images 

 
Pictures: 

  
d. Assortments 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

Solid Type :  N/A Each carton quantity breakdown are 
12 pcs. Only 1 carton is 8 pcs. This 
cartons number is 167 

Does the garment need to be placed 
on a hanger : No 

Ok No hanger used. 

 
Pictures: 
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e. Dimensions of export cartons: (on 5 cartons)  

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

L:  cm x W:  cm x H:  cm N/A Carton number L x W x H (cm) 

98 40 x 60 x 40 
118 40 x 60 x 40 
56 40 x 60 x 40 
71 40 x 60 x 40 

157 40 x 60 x 40 
 

Pictures: 
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f. Weight of cartons: (on 5 cartons) 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

Maximum weight of Export 
Cartons:  

N/A Carton number Weight (kg) 
98 12.30 

118 12.30 
56 12.40 
71 12.40 

157 12.30 
(1 kg = 2.2 Lbs / 1 lb = 0.45 kg) 

Pictures: 
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6. Shipping Marks 
a. Carton Front Mark 

Expected Result –  
UNO-2237 

Result Actual Finding / Comments 

 N/A Pls see following images 
Pictures: 

  
 
b. Carton Side Mark 
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Expected Result –  UNO-2237 Result Actual Finding / 
Comments 

 N/A Pls see following images 
Pictures: 

  
TESTS AND SPECIAL REQUIREMENTS 
Test description Comments from Inspector Result 
Carton drop test - On 3 cartons – packed 
products should not get damaged 

Done and found ok .pls see following images Passed  
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Check the net weight of the item-5 pieces per 
reference-II 

Done and found ok.pls see above 
measurement charts and pictures area 

Passed  

Adhesive test for all markings, printing and 
logos found--S1 

Done and found ok pls see following images Passed  
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Compare the color of the test sample with the 
pantone book or the clients specifications--II 

There is no pantone book in the factory. 
Inspector compared with approved sample. 
There can not see any color difference when 
we match the approved and bulk production. 

Please see following images. 

Passed  
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Test the strength of the seams by hand-II; 
Count and record the number of stitches per 
inch--S1 

9 stitches per inch. Same as ref. sample. 
Done found ok pls see following images 

Passed  
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Color bleeding test-Wash the towel in cold 
and hot water, and check if the color of water 
is changed or not. Do not wash different 
references together-3 pcs 

Checked 3pcs Passed 
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Compare the item with the approval sample 
or technical files (compare all aspects of the 
item including material/color of fabric, 
accessories, hangtag/labels, packing, 
logo/markings, workmanship & sewing 
construction, washing effect)-2 pieces per 
color--II 

Done and found ok. pls see following images Passed  
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Assortment check on all inspected cartons-No 
size or color mistakes should be observed in 
the cartons-II 

Done and found ok Each cartons quantity 
breakdown are 12 pcs .only 1 carton is 8 

pcs.this cartons number is 167 

Passed  

 

 

1.  Color shading check within the same 
piece:  put the same color parts side by side 
and indentify the different dye lot. 2.  Color 
shading check among all of  the inspecterd 
pieces: place them side by side as per picture 
“color shading check attached” and indentify 
the different dye lot. If you don’t have a grey 
scale, please print the grey scale of 
emergency.-Minimum grey scale 4 is 
acceptable for color shading in the same piece 
and minimum grey scale 3/4 is acceptable for 
color shading among the different pieces.-II  

Done and found ok pls see following images Passed  
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1.Rub test on all marking or printing.  Check 
the durability of the marking/printing by 
rubbing it lightly for 15 seconds with a piece 
of cloth soaked with water. After drying the 
item, rub the marking/printing for a further 
15 seconds with a piece of cloth soaked in 
petroleum spirits.  If petroleum spirits is not 
available, use 95% alcohol.  Expected result: 
After the test, the marking should be legible, 
the label(s) should not be easily removed or 
show any curling-S1         2.Rub test to 
check the color fastness of the fabric 
(including the lining) and all the accessories. 
Use a white cotton cloth to rub the material. 
Rub the item 10 times over a 10 cm distance 
with a force of 9N (1kg). Test 1 piece per color 
with both a dry and a wet cloth. Expected 
result: There should be no color transfer 
greater than 4 on a grey scale (between the 
original white cloth and the colored one) after 
the dry test. There should be no color transfer 
greater than 3-4 on a grey scale (between the 
original white cloth and the colored one) after 
the wet test  --S1 

Done and found ok pls see following images Passed  
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Pull Test. Pull on the towel yarn to check 
whether it can be removed easily--S4 

Done and found ok pls see following images Passed  

 

 
SAMPLE COLLECTION 
[0] pcs of shipment samples were collected by inspector 
[0] pcs of defective samples were collected by inspector 
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DEFECTIVES LIST 
 CRI MAJ MIN Picture 

1 THREAD DEFECT 0 0 9 
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DEFECTIVES LIST SUMMARY 
 Cri Maj Min AQL result 
Number of 
Defectives found 

0 0 9 

With in AQL 
Maximum Allowed 0 7 10 

No. of Inspected 
samples 

125 125 125 

 
Ø CRI:  defective pieces found out of acceptable among 125 pieces inspected at level Not Allowed 
Ø MAJ:  defective pieces found out of acceptable among 125 pieces inspected at level 2.5 
Ø MIN:  defective pieces found out of acceptable among 125 pieces inspected at level 4.0 
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ADDITIONAL PICTURES 
Your Product 

  
 

Cartons 

  
Total cartons Inspected cartons 

  
Total cartons Inspected cartons 
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Factory Disclaimer 

  
Original signature from Factory Manager accepting AsiaInspection conditions 

on Shipment authorization and bribery issues 

 
End of the Report 
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